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Abstract
Ultra-thin photovoltaic (PV) devices were produced by atmospheric pressure metal organic chemical vapour
deposition (AP-MOCVD) incorporating a highly absorbing intermediate sulphurised FeSₓ layer into a CdS/
CdTe structure. X ray diffraction (XRD) confirmed a transitional phase change to pyrite FeS₂ after post
growth sulphur (S) annealing of the FeSₓ layer between 400⁰C and 500⁰C. Devices using a superstrate
configuration incorporating a sulphurised or non sulphurised FeSₓ layer were compared to p-n devices with
only a CdS/CdTe structure. Devices with sulphurised FeSₓ layers performed least efficiently, even though
pyrite fractions were present. Rutherford back scattering (RBS) confirmed deterioration of the CdS/FeSₓ
interface due to S inter-diffusion during the annealing process.
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Abstract 
 
Ultra-thin photovoltaic (PV) devices were produced by atmospheric pressure 
metal organic chemical vapour deposition (AP-MOCVD) incorporating a highly 
absorbing intermediate sulphurised FeSx layer into a CdS/CdTe structure.  X-
ray diffraction (XRD) confirmed a transitional phase change to pyrite FeS2 after 
post growth sulphur (S) annealing of the FeSx layer between 400°C and 500°C.  
Devices using a superstrate configuration incorporating a sulphurised or non-
sulphurised FeSx layer were compared to p-n devices with only a CdS/CdTe 
structure.  Devices with sulphurised FeSx layers performed least efficiently, 
even though pyrite fractions were present.  Rutherford back scattering (RBS) 
confirmed deterioration of the CdS/FeSx interface due to S inter-diffusion during 
the annealing process. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 



Introduction 
 

Pyrite and marcasite are two naturally occurring phases of iron disulphide 
(FeS2).  Marcasite has an orthorhombic structure with a band gap of 0.34 eV 
making it unsuitable for photovoltaic (PV) applications [1, 2].  Pyrite (FeS2) has 
a cubic structure and a high absorption coefficient, which is of the order of 105 
cm-1 in the visible region of the solar spectrum.  It has a direct band gap of 0.95 
eV reported by Ennaoui and co-workers [3].  This makes it a desirable material 
for PV applications where photon capture towards the near infrared (NIR) region 
should be possible; increasing the absorbed photon wavelength range relative 
to conventional thin film PV cells, such as CdTe.  Single phase pyrite films can 
be obtained by Metal Organic Chemical Vapour Deposition (MOCVD) [4-6] or 
by annealing Fe [7, 8] or FeS [2] films in a sulphur (S) atmosphere.  Ennaoui 
and co-workers [3] used pyrite in electrochemical PV cells and obtained an 
efficiency (η) of 2.7%.  There were issues with low photovoltages [9,10] which 
was expected to be related to S deficiency in the pyrite.  This paper discusses a 
feasibility study towards using pyrite as an ultra-thin absorber layer, 
incorporating it into a CdTe-based device structure developed by Barrioz et al. 
[11] to investigate whether absorption in the device can be enhanced.  Thin film 
PV devices based on the CdS/CdTe junction using a CdTe absorber layer and 
CdTe:As+ back contact layer [11] have been optimised [12] to give high 
efficiency 5 x 5 cm2 devices with 0.5 x 0.5 cm2 contacts consistently with η > 
10% AM1.5.   Parallel research [13] of ultra-thin CdTe PV cells showed that 
significant values of η >7% AM1.5 can be achieved with CdTe absorber layer 
thickness ≤1µm.  Structures with an intermediate FeSx layer, sulphurised with S 
powder in an argon atmosphere, with a p+ CdTe:As cap layer were produced 
using the developed atmospheric pressure (AP) MOCVD process [11-13] which 
is more suitable for scale up than vacuum methods.  Gold back contacts, 3.14 x 
10-2 cm2 in area, completed the 1.0 x 2.0 cm2 device structures and results of 
device performance are reported. 
 
 
Experimental 
 

AP-MOCVD was used to deposit FeSx onto aluminosilicate glass using a 
horizontal quartz reactor tube.  Iron pentacarbonyl (Fe(CO)5) was used in 
combination with tertiarybutyl thiol (t-BuSH) or diethyl disulphide (Et2S2) to 
control the rate of reaction and the film stoichiometry.  The quartz reactor 
chamber was heated up to 500°C by a 1kW infrared heater using a 
thermocouple inserted into a groove under the graphite susceptor for 
temperature control.  Precursor partial pressures were controlled to give S/Fe 
ratios of 400.  The as-grown layers were S deficient and post growth annealing 
in a S atmosphere converted FeSx to pyrite FeS2.  Devices were made 
incorporating an intermediate sulphurised or non-sulphurised FeSx layer 
between CdS and CdTe to form a p-i-n structure.  Structures with only the 
CdS/FeSx interface were also assessed using a sulphurised 200 nm FeSx layer.   
 
 



Results and Discussion 
 

X-ray diffraction (XRD) characterisation showed that the films were 
predominantly FeS or Fe1-xS phases for all MOCVD growth temperatures 
ranging from 180°C to 500°C.  A temperature of 300°C was used for all 
depositions onto CdS due to parasitic deposition inside the injector at higher 
temperatures.  A transitional phase change to pyrite FeS2 after post-growth 
sulphurisation from 400°C was confirmed by XRD characterisation.  This is in 
agreement with observations by Zheng and co-workers [2].  Fig. 1 shows 
proportional XRD peak intensity for the different phases comparing FeSx layers 
deposited onto CdS by MOCVD at 300°C that have been sulphurised at 
different temperatures between 400°C and 500°C.  It can be observed that 
conversion to pyrite increases from 400°C to 450°C.  The anneal soak time for 
sulphurisation had a more significant effect, where annealing for 30 minutes 
resulted in a greater conversion to pyrite than a 10 minute anneal.  No change 
in the pyrite fraction was observed by increasing the temperature from 450°C to 
500°C. Zheng and co-workers [2] found 500°C to be the optimum temperature 
and observed single phase pyrite when using 10 hour soak times.  The relative 
rates of S inter-diffusion between the CdS/FeSx interface at 450°C and 500°C 
may differ, masking the effect of sulphurisation. 

 

 
 
Fig. 1: Normalised XRD peak intensities to show proportional phases present in 
MOCVD FeSx layers on CdS after sulphurisation at temperatures 400°C - 
500°C.  

 
 

Transmittance (T%) spectra of FeSx layers with average thickness around 
100 nm deposited onto glass substrates were observed to be highly absorbing, 
becoming more absorbent in the visible region but extending, as expected, well 
into the IR.  Sulphurisation of the FeSx layers significantly increased 
absorbance in the visible region, such that nearly all of the visible light was 
absorbed.  This was also observed for sulphurised FeSx around 200nm in 
thickness, deposited onto a 240 nm CdS layer on ITO coated aluminosilicate 



substrates.  Fig. 2 shows T% spectra for equivalent CdS/FeSx layers 
sulphurised at temperatures ranging between 400°C and 500°C, with two 
samples sulphurised at 500°C with different soak times.  The spectra show 
increased absorbance with temperature towards longer wavelengths.  This 
implies greater pyrite fraction which correlates with observations from Zheng’s 
group [2] where the pyrite fraction increased at 500°C with longer anneal time.  

 

 
 

Fig. 2: Comparison of Transmittance spectra of FeSx deposited onto CdS at 
300°C by MOCVD with post-sulphurisation at temperatures 400°C - 500°C. 

 
 
Ultra-thin film devices adopting the CdTe superstrate configuration were 

produced incorporating either an FeSx layer as-grown by MOCVD or including S 
annealing post-growth between a 250 nm CdTe:As+ layer and a 240 nm CdS n-
type layer, deposited onto ITO coated aluminosilicate glass substrates.  These 
devices were compared to CdS/CdTe structures without FeSx.  Mean results 
from I/V measurements from 6-8 contacts, depending on the device, for 
selected samples that gave best efficiencies (η) are displayed in Table 1.  
Thicknesses of Fe films before and after S annealing were reported [7, 8] to 
increase after sulphurisation, which was carried out for up to 20 hours.  In this 
study however, the sulphurised FeSx layer thickness was assumed to be the 
same as the equivalent S deficient as-grown layers, as sulphurisation was only 
carried out for up to 30 minutes. 

 
 



 
 
Table 1: Averaged I/V results for devices with sulphurised and non-sulphurised 
FeSx layers, and for p-n devices without a FeSx layer. 

 
 

The best performing device with lowest standard deviation (σ) for short circuit 
current (Jsc), open circuit voltage (Voc) and efficiency (η) incorporated a non-
sulphurised FeSx layer.  Comparison of this device with the p-n devices without 
FeSx showed little difference in the calculated mean Jsc, even though σ was 
larger for the p-n structures.  The Jsc was higher in these devices than the 
majority of structures incorporating FeSx, suggesting lower carrier 
recombination in the p-n structure.  This implies that the presence of the FeSx 
layer is creating a high concentration of deep traps compared with the 
CdS/CdTe junction. 

The Voc is significantly reduced for the p-n structure relative to the best 
device with intermediate FeSx layer.  The p-n structures had the same CdS and 
CdTe:As+ layer thickness and were therefore thinner than the devices 
incorporating FeSx.  Ultra-thin devices typically suffer from pin holes and other 
defects that can cause shunts which will reduce the Voc.  This is reflected in the 
large σ for Voc for these p-n structures which may be a result of pinhole defects.  
Inclusion of the FeSx layer may help to reduce these shunt paths due to its high 
impedance, which will be reflected in a higher Voc.  

Spectral quantum efficiency (QE) was measured for some of the device 
samples represented in Table 1 and the results of the characterisation are 
shown in Fig. 3.  The p-n structure shows the greatest variation in QE from 
different contacts on the same device, which demonstrates large lateral 
inhomogeneity in the absence of an FeSx layer.  The conversion efficiencies 
were slightly improved for the non-sulphurised p-i-n structure suggesting that 
the S deficient FeSx layer was contributing the junction, which reflects the 
higher Voc for this device.  The larger absorption of the sulphurised FeSx layers 
observed in T% spectra was not replicated in the QE characterisation of the 
devices.  This also correlates with the poorer results from I/V measurements for 
the devices with sulphurised FeSx layers compared to those with as-grown FeSx 



layers.  This is reflected in the characteristic photon conversion cut-off around 
850 nm for CdTe–based devices.  

 

 
 

Fig. 3: QE characterisation of different contacts from devices incorporating FeSx 
layers with and without S annealing, and for a p-n structure without the FeSx 
layer. 

 
  
The I/V and QE results strongly suggest that S inter-diffusion was occurring 

during sulphurisation which is carried out at higher temperature than the 
MOCVD process. This phenomenon was investigated by subjecting 3 samples 
to temperature cycling, mimicking growth steps of the CdTe layer (parameters 
listed below) where higher temperature steps are employed. 
 

a) As-grown CdS/FeSx at 300°C; 
b) CdS/FeSx cycled at 390°C for 40 mins; 
c) CdS/FeSx cycled at 390°C for 40 mins followed by 420°C for 10 mins. 

 
The stoichiometry of CdS and FeSx in the CdS/FeSx structure of each sample 

was then characterised using rutherford back scattering (RBS).  The results for 
each sample determined from the RBS measurements are displayed in Table 2.   

 

 
 

Table 2: Stoichiometry results from RBS measurements of: (a) As-grown FeSx 
layer by MOCVD at 300°C; (b) As-grown layer with temperature cycle for 40 
min. after stabilisation at 390°C; (c) As-grown layer with temperature cycle after 
stabilisation for 40 min. at 390°C and 10 min. at 420°C. 



The ratio of Fe:S for the FeSx layer and Cd:S for the CdS layer is 
approximately 1:1 for the as-grown sample (a) and for sample (b) that went 
through the temperature cycle at 390°C.  However, it can be observed for 
sample (c) a shift in ratio for S occurred in both the FeSx and CdS layers.  The 
results show that diffusion of S between the layers is occurring at temperatures 
above 400°C.  This demonstrates the CdS/FeSx junction deteriorates during 
sulphurisation reflecting the decreased performance for devices incorporating a 
sulphurised FeSx layer, even with pyrite present.  The CdS/FeSx interface will 
have to remain intact to enable comprehensive assessment of a thin film PV 
device containing pyrite.  A device adopting a substrate configuration needs to 
be considered, where the FeSx layer is deposited and sulphurised before the 
CdS window layer.  This will remove limitations associated with the superstrate 
configuration where S inter-diffusion hinders device performance. 
 
 
Conclusion 
 
The inclusion of a thin FeSx layer between the CdS/CdTe junction was 
observed to significantly improve the Voc for the best performing p-i-n device 
compared to the p-n structures.  The p-n structures suffered from reduced Voc 
which is likely to be due to pinholes in this very thin structure.  However, 
incorporating FeSx has not yet proved to be successful in enhancing the Jsc, 
where only the best performing p-i-n device incorporating a non-sulphurised 
FeSx layer had similar Jsc to the p-n device structures.  This demonstrated a 
better defined interface at the p-n junction relative to the majority of the p-i-n 
structures where the Jsc values were significantly higher than for devices 
incorporating sulphurised FeSx layers.  RBS results demonstrated S inter-
diffusion to occur in CdS/FeSx samples at temperatures >400°C, causing 
deterioration of the CdS/FeSx junction.  This implicates the limitation of 
sulphurisation using the superstrate configuration that has been employed for 
these devices and reflects the reduction in device performance of p-i-n 
structures with FeSx layers that have been through S annealing.  As a result, 
structures containing pyrite have not shown the anticipated contribution to 
device performance suggesting the major active layer in the device was the 250 
nm thick CdTe:As+ layer, as supported by characteristic CdTe absorption in QE.  
Control of the interfaces and inter-diffusion of S to avoid carrier recombination in 
the FeSx layer is necessary.  A device structure based on FeSx/CdS utilising the 
substrate configuration with pyrite layer deposited onto a substrate employed as 
the back contact with subsequent CdS layer growth may provide a more 
suitable route towards using pyrite as an absorber layer in a thin film PV device. 
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